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Coal impregnated with catalysts  was s lurr ied with a coal derived o i l  and liquefied 

Coal conversions of 90-95 percent were obtained and o i l s  containing 
in  a s t i r red  t a n k  reactor in the temperature range 425-475°C under hydrogen pressure 
of 3000-4000 psi. 
0.6-0.9 percent sulfur were produced from coals containing 2.1-3.5 percent sulfur. 
The ca ta ly t ic  act ivi ty  varied in the order stannous chloride > ammonium molybdate 
z i n c  chloride. 
product obtained w i t h  stannous chloride was found t o  be of bet ter  qual i ty .  
a b i l i t y  of the spent catalysts  was found to  be poor. 

However, ammonium molybdate was found to  have bet ter  se lec t iv i ty  and 
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